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YONGKANG CHENXI PLASTIC PRODUCTS CO., LTD.

NO.58 JINTU ROAD,PAIXI INDUSTRIAL ZONE,FANGYAN TOWN,YONGKANG CITY,ZHEJIANG 

PROVINCE,CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Wheel.

SGS Job No. : GZIN1801004870PC - GZ.

Date of Sample Received :. 26 Jan 2018.

Testing Period :. 26 Jan 2018 - 01 Feb 2018.

Test Requested :. Selected test(s) as requested by client..

Please refer to next page(s)..

Please refer to next page(s)..

Test Method :.

Test Results :.

Conclusion :. When tested as specified, Migration of certain elements of the submitted 

sample(s) do not exceed the limit of the European Standard EN 

71-3:2013+A2:2017..

Echo Yeung.

Approved Signatory.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN18-020916.001 Blue plastic.

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001%.

(2) MDL = Method Detection Limit.

(3) ND = Not Detected ( < MDL ).

(4) "-" = Not Regulated.

EN 71-3:2013+A2:2017-Migration of Certain Elements ( Category III: Scrapped-off toy material  ).

Test Method :. With reference to EN 71-3:2013+A2:2017. Analysis was performed by ICP-OES..

001.

Soluble Aluminum(Al). 70,000 mg/kg. 50 ND

Soluble Antimony (Sb). 560 mg/kg. 10 ND

Soluble Arsenic (As). 47 mg/kg. 10 ND

Soluble Barium (Ba). 18,750 mg/kg. 50 ND

Soluble Boron(B). 15,000 mg/kg. 50 ND

Soluble Cadmium (Cd). 17. mg/kg. 5 ND

Soluble Chromium (III) (Cr (III)). 460 mg/kg. 5 ND

Soluble Chromium (VI) (Cr (VI) ). 0.2 mg/kg. 0.18 ND

Soluble Cobalt(Co). 130 mg/kg. 10 ND

Soluble Copper(Cu). 7,700 mg/kg. 50 ND

Soluble Lead (Pb). 160 mg/kg. 10 ND

Soluble Manganese(Mn). 15,000 mg/kg. 50 ND

Soluble Mercury (Hg). 94 mg/kg. 10 ND

Soluble Nickel(Ni). 930 mg/kg. 10 ND

Soluble Organic Tin. 12 mg/kg. - ND

Soluble Selenium (Se). 460 mg/kg. 10 ND

Soluble Strontium(Sr). 56,000 mg/kg. 50 ND

Soluble Tin(Sn). 180,000 mg/kg. 4.9 ND

Soluble Zinc (Zn). 46,000 mg/kg. 50 ND

Test Item(s). Limit. Unit. MDL.

Notes :.
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1.Soluble Chromium (III)= Soluble Total Chromium- Soluble Chromium (VI)

2. Confirmation  test of soluble chromium (III) & chromium (VI) is not required in case of soluble chromium 

does not exceed their requirements as specified in EN 71-3:2013+A2:2017.

3. Confirmation  test of soluble organic tin is not required in case of soluble tin, after conversion, does not 

exceed the soluble organic tin requirement as specified in EN 71-3:2013+A2:2017..

American Society for Testing and Materials-ASTM F 963-16(Clause 4.3.5) -total Lead in Substrate Materials.

Test Method :. With reference to CPSC-CH-E1002-08.3. Analysis was performed by ICP-OES..

Test Item(s). Limit. Unit. MDL. 001.

Total Lead (Pb). 100 mg/kg. 20 ND

ASTM F 963-16 (Clause 4.3.5) & EN71 Part 3 : 1994 (including amendment A1:2000/ AC:2002)-Migration of 

Certain Elements..

Test Method :. With reference to  ASTM F 963-16(Clause 8.3)& EN71 Part 3 : 1994, analysis was performed by 

ICP-OES..

Test Item(s). Limit. Unit. MDL. 001.

Soluble Lead (Pb). 90 mg/kg. 5 ND

Soluble Antimony (Sb). 60 mg/kg. 5 ND

Soluble Arsenic (As). 25 mg/kg. 2.5 ND

Soluble Barium (Ba). 1,000 mg/kg. 10 ND

Soluble Cadmium (Cd). 75 mg/kg. 5 ND

Soluble Chromium (Cr). 60 mg/kg. 5 ND

Soluble Mercury (Hg). 60 mg/kg. 5 ND

Soluble Selenium (Se). 500 mg/kg. 10 ND

Notes :.

(1)Results shown are of the adjusted analytical results.

Polycyclic Aromatic Hydrocarbons (PAHs).

Test Method :. With reference to AfPS GS 2014:01 PAK, analysis was performed by GC-MS..

Test Item(s). CAS NO. Unit. MDL. 001.

Naphthalene(NAP). 91-20-3. mg/kg. 0.1. ND.
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Test Item(s). CAS NO. Unit. MDL. 001.

Acenaphthylene(ANY). 208-96-8. mg/kg. 0.1. ND.

Acenaphthene(ANA). 83-32-9. mg/kg. 0.1. ND.

Fluorene(FLU). 86-73-7. mg/kg. 0.1. ND.

Phenanthrene(PHE). 85-01-8. mg/kg. 0.1. ND.

Anthracene(ANT). 120-12-7. mg/kg. 0.1. ND.

Fluoranthene(FLT). 206-44-0. mg/kg. 0.1. ND.

Pyrene(PYR). 129-00-0. mg/kg. 0.1. ND.

Benzo(a)anthracene(BaA). 56-55-3. mg/kg. 0.1. ND.

Chrysene(CHR). 218-01-9. mg/kg. 0.1. ND.

Benzo(b)fluoranthene(BbF). 205-99-2. mg/kg. 0.1. ND.

Benzo(j)fluoranthene(BjF). 205-82-3. mg/kg. 0.1. ND.

Benzo(k)fluoranthene(BkF). 207-08-9. mg/kg. 0.1. ND.

Benzo(a)pyrene(BaP). 50-32-8. mg/kg. 0.1. ND.

Benzo(e)pyrene(BeP). 192-97-2. mg/kg. 0.1. ND.

Indeno(1,2,3-c,d)pyrene(IPY). 193-39-5. mg/kg. 0.1. ND.

Dibenzo(a,h)anthracene(DBA). 53-70-3. mg/kg. 0.1. ND.

Benzo(g,h,i)perylene(BPE). 191-24-2. mg/kg. 0.1. ND.

Sum of 7 PAHs Acenaphthylene. Acenaphthene, 

Fluorene, Phenanthrene, Pyrene, Anthracene, 

Fluoranthene.

-. mg/kg. - ND.

Sum of 18 PAHs. -. mg/kg. - ND.
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Phthalate.

Test Method :. With reference to EN14372: 2004. Analysis was performed by GC-MS..

Test Item(s). CAS NO. Unit. MDL. 001.

Dibutyl Phthalate (DBP). 84-74-2. %(w/w). 0.003. ND.

Benzylbutyl Phthalate (BBP). 85-68-7. %(w/w). 0.003. ND.

Bis(2-ethylhexyl) Phthalate (DEHP). 117-81-7. %(w/w). 0.003. ND.
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Test Item(s). CAS NO. Unit. MDL. 001.

Diisononyl Phthalate (DINP). 28553-12-0 / 

68515-48-0.

%(w/w). 0.010. ND.

Di-n-octyl Phthalate (DNOP). 117-84-0. %(w/w). 0.003. ND.

Diisodecyl Phthalate (DIDP). 26761-40-0 / 

68515-49-1.

%(w/w). 0.010. ND.

Dimethyl Phthalate (DMP). 131-11-3. %(w/w). 0.003. ND.

Diethyl Phthalate (DEP). 84-66-2. %(w/w). 0.003. ND.

Diisobutyl Phthalate (DIBP). 84-69-5. %(w/w). 0.003. ND.

Dinonyl Phthalate (DNP). 84-76-4. %(w/w). 0.003. ND.

Diisooctyl Phthalate (DIOP). 27554-26-3. %(w/w). 0.010. ND.

Dipropyl Phthalate (DPrP). 131-16-8. %(w/w). 0.003. ND.

Dicyclohexyl Phthalate (DCHP). 84-61-7. %(w/w). 0.003. ND.

Di-n-pentyl Phthalate (DnPP). 131-18-0. %(w/w). 0.003. ND.

Dibenzyl Phthalate (DBzP). 523-31-9. %(w/w). 0.003. ND.

Diphenyl Phthalate (DPhP). 84-62-8. %(w/w). 0.003. ND.

Di-n-hexyl Phthalate (DnHP). 84-75-3. %(w/w). 0.003. ND.

Notes :.

(1)DBP,BBP,DEHP Reference information: Entry 51 of Regulation (EC) No 552/2009 amending Annex 

XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive 2005/84/EC): 

i) Shall not be used as substances or in mixtures, in concentrations greater than 0.1 % by weight of the 

plasticised material, in toys and childcare articles.  

ii) Toys and childcare articles containing these phthalates in a concentration greater than 0.1 % by weight 

of the plasticised material shall not be placed on the market. 

Please refer to Regulation (EC) No 552/2009 to get more detail information

(2)DINP, DNOP, DIDP Reference information: Entry 52 of Regulation (EC) No 552/2009 amending Annex 

XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive 2005/84/EC).  

i) Shall not be used as substances or in mixtures, in concentrations greater than 0.1 % by weight of the 

plasticised material, in toys and childcare articles which can be placed in the mouth by children. 

ii) Such toys and childcare articles containing these phthalates in a concentration greater than 0.1 % by 

weight of the plasticised material shall not be placed on the market. 

Please refer to Regulation (EC) No 552/2009 to get more detail information.
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ATTACHMENTS 
 

PAHs Testing Flow Chart 
 
1) Name of the person who made testing: Sunny Hu 
2) Name of the person in charge of testing: Qiong Liu 
 

Sample cutting / preparation 

Sample Measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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Sample photo:.

CANML1802091601

CAN18-020916.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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